ANALYSIS OF CHEMICAL RESIDUES

pH-Value - as per Eco-Tex Standard 100
Limit values: 4.0 - 9.0 / Baby 4.0 - 7.5

Tests in 1998

Growth Test Date pH-Value
Chad 26.02.1998 6.4
Mali 26.02.1998 7.2
Mexico Juarez Acala 26.02.1998 6.1
USA El Paso 1517 26.02.1998 6.4
Uzbekistan 26.02.1998 6.3
Zimbabwe 26.02.1998 6.0
Tests in 1996

Chad 30.10.1996 6.5
Cote d’Ivoire 30.10.1996 6.2
Mali 30.10.1996 6.4
Paraguay 30.10.1996 6.6
Senegal 30.10.1996 6.2
Turkey rgd 30.10.1996 6.1
Turkmenistan 30.10.1996 6.4
USA-Texas 30.10.1996 6.3
US-Pima 30.10.1996 6.4
Uzbekistan 30.10.1996 6.3
Zimbabwe 30.10.1996 6.3
Tests in 1992 to 1994

Argentina 24.11.1992 6.5
Chad 24.11.1992 6.5
Giza-70 06.08.1993 6.5
Giza-70 15.02.1994 6.2
Israel-Pima 06.08.1993 6.4
Peru-Pima 06.08.1993 6.4
US-Pima 06.08.1993 6.4
Uzbekistan 24.11.1992 6.5
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